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M RIER R S R Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

E%I&Fﬁ (Sample Submitted By) : BFT >3 T2 @ (KING CORE ELECTRONICS INC.)
¢z #-(Sample Description) . FERRITE CORE

Jf?\ =4 %5.(Style/Item No. ) ¢ Kib

Jz i p #p (Sample Receiving Date) . 2016/04/14

RI:EE F (Testing Period) : 2016/04/14 TO 2016/04/21

B2 £ (Test Requested) :
(1) #3%E = 4p %> %4 RolS2011/65/EU Annex I1% H i3 374p 4 (EU) 2015/863R1:# 4% ~ & ~ & ~ = §i4e ~ 5 8m ¥ ~ 5 m¥
g, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample.)

(2) 2w plEAE P LT - F . (Please refer to next pages for the other item(s).)

P32 % % (Test Results) FAT-F (Please refer to next pages).
2% (Conclusion) : (1) B2 2 e eenth 5 B4~ &~ & ~ =~ W48~ 583 % -« 549 ¥m, DBP, BBP, DEHP, DIBP

RI3E S % 1+ & RoliS4s 4 F(EU) 2015/8632 *Lig & 4. (Based on the performed tests on
submitted samples, the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending Directive (EU)

2015/863. )
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P2 % (Test Results)

#l5EF% = (PART NAME)No. 1

FERRITE CORE

T #c(Page): 2 of 13

W35 P ¥ Rl Pl TNt
(Test Items) (Unit) (Method) (MDﬁ? o1 (Limit)
4% / Cadmium (Cd) mg/kg | %% IEC 62321-5 (2013) » ™M g 48 & 2 n.d. 100
IR sp R R/ With
reference to IEC 62321-5 (2013)
and performed by ICP-AES.
4~ / Lead (Pb) mg/kg | %% IEC 62321-5 (2013) » ™M g 48 & 2 n.d. 1000
TR sr R RL / With
reference to IEC 62321-5 (2013)
and performed by ICP-AES.
A / Mercury (Hg) mg/kg |44 IEC 62321-4 (2013) » ™ g R48 & 2 n.d. 1000
RIR g srRE R RL / With
reference to IEC 62321-4 (2013)
and performed by ICP-AES.
» % 4% / Hexavalent Chromium Cr(VI) mg/kg | %% IEC 62321 (2008) » ~UV-VISt 2 n. d. 1000
#l. / With reference to IEC 62321
(2008) and performed by UV-VIS.
# / Arsenic (As) mg/kg | %% US EPA 3052 (1996) » ™ g k18 & 2 n. d. -
TR s R RL / With
reference to US EPA 3052 (1996)
Analysis was performed by I[CP-AES.
FkTR DR E g A RRFRE MR 4ES /| mg/kg | 5% [EC 62321 (2008) 0 12 F 4p K 45/ 5 n.d. -
Hexabromocyclododecane (HBCDD) and all ?Té#fifﬁiﬁi / With reference to
major diastereoisomers identified (a- [EC 62321 (2008). Analysis was
HBCDD, /S - HBCDD, ¢ - HBCDD) (CAS No. : performed by GC/MS.
25637-99-4 and 3194-55-6 (134237-51-7
134237-50-6, 134237-52-8))
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M3 D ¥ R SR o] e
(Test Items) (Unit) (Method) (MDL; v (Limit)
0.1
> & %A / Perfluorooctane mg/kg | %% US EPA 3550C (2007) - 12k 4n k 10 n.d. -
sulfonates (PFOS-Acid, Metal Salt, 17/ %3 & #l. / With reference to
Amide) US EPA 3550C (2007). Analysis was
>4 ¥pk / PFOA (CAS No.: 335-67-1) mg/kg |performed by LC/MS. 10 n. d. -
% 5.9 % %9 / Sum of PBBs mg/kg - n. d. 1000
- %% % / Monobromobiphenyl mg/kg 5 n. d. -
= 4% / Dibromobiphenyl mg/kg 5 n. d. -
= 4% % / Tribromobiphenyl mg/kg 5 n. d. -
» 4.5 ¥ / Tetrabromobiphenyl mg/kg 5 n. d. -
7 5% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %9 % / Hexabromobiphenyl mg/kg 5 n. d. -
= 4.7 ¥ / Heptabromobiphenyl mg/kg 5 n. d. -
~5.5% % / Octabromobiphenyl mg/kg 5 n. d. -
1 57 % / Nonabromobiphenyl mg/kg %4 TEC 62321-6 (2015) » 12§ 4pkk 45 5 n. d. _
~ %% / Decabromobiphenyl mg/kg |/ 3% &k #l. / With reference to 5 n. d. -
% 5.9 ¥ %4 / Sum of PBDEs mg/kg [IEC 62321-6 (2015) and performed - n. d. 1000
- %7 ¥ p / Monobromodiphenyl ether mg/kg  |bY GC/MS. 5 n. d. -
= 4% e/ Dibromodiphenyl ether mg/kg 5 n. d. -
= 5.5 % it / Tribromodiphenyl ether mg/kg 5 n. d. -
» 4.5 ¥ A/ Tetrabromodiphenyl ether mg/kg 5 n. d. -
I 4.5 ¥ @ / Pentabromodiphenyl ether mg/kg 5 n. d. -
- 4.9 ¥ i / Hexabromodiphenyl ether mg/kg 5 n. d. -
= 57 ¥ @ / Heptabromodiphenyl ether mg/kg 5 n. d. -
~ 4 ¥ R/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 %% ¥ @ / Nonabromodiphenyl ether mg/kg 5 n. d. -
+ %7 ¥ p / Decabromodiphenyl ether mg/kg 5 n. d. -
g, Tor SRaton Jorma documente, Sublact 16 Torme snd Conditions Tor Elocons DOGUmERtS ot b v oo cormions s "Atiention 1s
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ok =
#1335 P ¥ Blasc 2 :;ﬁf @éiﬂ g
(Test Items) (Unit) (Method) (MDL; (Limit)
No. 1
HFEZ PR ¥ YAy / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-T7)
ARF - R s 7 fig / DBP (Dibutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-74-2) %+ 1EC 62321-8/CD (2013) » 4 § 4p
W% 9 - £ / DIBP (Di- ng/kg |4 1TR/TE KRR, / With 50 . 1000
isobutyl phthalate) (CAS No.: 84-69- reference to IEC 62321-8/CD
5) (2013). Analysis was performed by
GC/MS.

¥ -9 (2-v g A)f; / DEHP mg/kg 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7)
#% / Halogen
#% (4 ) / Halogen-Fluorine (F) mg/kg 50 n.d. -
(CAS No. : 14762-94-8)
#1% (%) / Halogen-Chlorine (Cl) mg/kg | %% BS EN 14582 (2007) » 12 45 k& 47 50 n. d. -
(CAS No. : 22537-15-1) %~ +5. / With reference to BS EN
#% (/%) / Halogen-Bromine (Br) mg/kg |14582 (2007). Analysis was 50 n.d. -
(CAS No. : 10097-32-2) performed by IC.
#% () / Halogen-lodine (1) (CAS mg/kg 50 n.d. -
No. : 14362-44-8)
# i (Note) :

1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. n.d. = Not Detected (& 1)

3. MDL = Method Detection Limit (= ;% i pl4&*2iE)

4, "-" = Not Regulated (&% i)
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PFOS %% ¥ 3t (Reference Information) : 4% A {+3 1875 %4 POPs - (EU) 757/2010
PFOSiE B tode B & L% @ % 94280, 001%(10ppm) » & & 5~ F HA R 02 ¢ 2 #4280, 1%(1000ppm) » i 36 528
B AL e 2 @Az lug/m®
(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above

lug/m2.)
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TR T O ARRIZ GE o RES R 2R 0 (2 BRI g )

These samples were dissolved totally by pre- condltlonmg method according to below flow chart. (Cr** test method excluded )
B plEA B % ' [ Technician : Climbgreat Yang

B RI3Ef F 4 1 5REcE [ Supervisor: Troy Chang

| T # - @ # 4 5 /Cutting - Preparation |

v

| Pl & £ & / Sample Measurement |

_ |
- 6+
4. Pb -~ 4§ Cd A Hg * i 4% Cr
\ 4 v v (Note**)
BYpH P RSOH D Y R E T (T £ AL K R B R /Add
#7571 ) / Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) i digestion reagent
v

v

l—‘ i g / Filtration }—¢ hBIgERER A E
»~ [ Heat to appropriate

| 47 1 Solution | | 7% [ Residue | temperature to extract

1) d&’3 iz /Alkali Fusion i i s B e &/ Cool,
v 2) @ppf* /HCIto dissolve filter digestate through filter
| B é w’rﬁ*‘”}‘ﬂ‘f":&xi‘/lCPAES | *

&1 | Sample Material i) v g a4F / Digestion Acid 4o~z d AEE S [Add
&, 4, 4, %4/ 3ok, FER, B, &4, BFOK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H;0, color development
# 3 /Glass APk, & pt | HNOs/HF +
&, 40, &, BE 2 -k /Aquaregia
Gold, platinum, palladium, ceramic MR R St 1
42 / Silver Ak [ HNO; RIFR &% u’f fx 540 nm =x
% % | Plastic Fiph, Bk, ApE, B | HoSOs, HiOs HNOs, HOI e/ measure the
H i [ Others 4e ~if % GuEA L = 2 4 f# / Added appropriate absorbance at 540 nm by

UVv-vIS
reagent to total digestion

Note** (For IEC 62321)

(1) #4125 & Bttt se » d 1235 1© > 4o 3 90~95°C ¥ B~. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) #+ % & BHAL 4 » ok o 4o 3 A K5 P/ For metallic material, add pure water and heat to boiling.
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FPp 0T e AR B 2 1E i > & = 23 % o [ These samples were dissolved totally by
pre-conditioning method according to below flow chart.

B pl:EA R 1 % ' [ Technician: Climbgreat Yang
B R[3Ef 4 5Egc® [ Supervisor: Troy Chang

A% 12 ICP-AES 4 45 &ijf 1 i 42. W]
(Flow Chart of digestion for the elements analysis performed by ICP-AES)

| T4 - 4% # 5 / Cutting ~ Preparation |
v
| BlF¥% € £ / Sample Measurement |
¥
FPRF I RS A LA Pk (73 1 (40T 4 #7577 ) / Acid digestion by
suitable acid depended on different sample material (as below table)
3

¢—‘ #m / Filtration lﬁ

- s i
| 7% 7% [/ Solution | | s /Te&due |

1)d& "5 gz / Alkali Fusion
2) B pi% i3 [ HCI to dissolve
| B8 E TR E SR K /ICP-AES |
4% 4% 48, % 4F | Steel, copper, aluminum, solder 3ok ApE, WAL, T A BR,EEE K
Agqua regia, HNO;, HCI, HF, H,0,
#.13 / Glass A s, & & p& [ HNOy/HF
& 44,45 14 3 / Gold, platinum, palladium, ceramic 3 -k /Aqua regia
4 | Silver A/ HNO;
# %% | Plastic APk, B R AL, B R [ H,SO,, H)Oy, HNO;, HCI
H | Others So i § aEEH I % 203 % / Added appropriate
reagent to total digestion
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¥ %44 47,7428 [ Analytical flow chart - Phthalate

B pE A R % sp [ Technician: Andy Shu
B R3EQ F 4 1 sREc® [ Supervisor nt: Troy Chang

[:rlz 3 i [Test method: IEC 62321-8])

e T L UNE -
Sample pretreatment/separation

!

#mrt THE v & rxvd 3 f2 55~ |
Sample dissolved/extracted by THF

!

iR |

Dilute Extracted solution
FARRATEHRA AT/
Analysis was performed by GC/MS

I

#dy / Data
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FHI24 3 EARREAL 177428 [ Analytical flow chart - PFOA/PFOS

L B ¢ & B # [ Technician: Roman Wong
f F + 1 5kfx® [ Supervisor: Troy Chang

/ Sample pretreatment

€

v

AR A EBE R
Sample extraction by Ultrasonic extraction
(%% =+ # Reference method: US EPA 3550C)

v

FER ARk
Concentrate/Dilute Extracted solution

v

MR KT HRATERR
Analysis was performed by LC/MS

v

#dy / Data
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#1% & 1742 ) / Analytical flow chart - Halogen

B pEA B - 2% / Technician: Rita Chen
B P F 4 : k@ [ Supervisor: Troy Chang

e T L UNE -
Sample pretreatment/separation

v

FEE R R S R
Weighting and putting sample in cell

PEIESE [ T
Oxygen Bomb Combustion / Absorption

v

ﬁri@ PR E
Dilution to fixed volume

B3 KATHRA AT
Analysis was performed by IC
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