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TR SR Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

% #-(Sample Description) : FERRITE CORE
Jf?\ =4 %.(Style/Item No. ) ¢ K17
Jz i p ¥ (Sample Receiving Date) . 2016/01/28
BIED & (Testing Period) ¢ 2016/01/28 TO 2016/02/01

B3 g £ (Test Requested) :
(1) #3%E = 4p %> %4 RolS2011/65/EU Annex I1% H i3 374p 4 (EU) 2015/863R1:# 4% ~ & ~ & ~ = §i4e ~ 5 8m ¥ ~ 5 m¥
g, DBP, BBP, DEHP, DIBP. (As specified by cllent, with reference to RolHS 2011/65/EU Annex II and amendmg
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample.)

(2) 2w plEAE P LT - F . (Please refer to next pages for the other item(s).)

B)3F % % (Test Results) #27T - F (Please refer to next pages).
%3# (Conclusion) (1) B2 2 e teenth i B4~ &~ & ~ >~ W48~ 583 % -« 549 ¥m, DBP, BBP, DEHP, DIBP

RI3E 5 % 1+ & RoliS4s 4 F(EU) 2015/8632 *Lig & 4. (Based on the performed tests on
submitted samples, the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending Directive (EU)
2015/863. )

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at . Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan /§t i TR gL A £ B TR 265
1+886 (02)2299 3939 f+886 (02)2299 3237  www.sgs.tw

Member of the SGS Group



SGS

iR 4R 2
Test Report

HBFTFIERGFF AP 0O A

2

KING CORE ELECTRONICS INC.
PR TAETE e PR2695L(T AL £ %)
NO. 269, NANFONG RD., PINGZHEN DIST., TAOYUAN CITY 324-59, TAIWAN

5.8 (No. ) : CE/2016/16423 p # (Date) : 2016/02/01 7 #<(Page): 2 of 13

P2 % (Test Results)

B3R = (PART NAME)No. 1 :  FERRITE CORE
i 18 sp _3:‘;:%
#1385 B ¥ 3 ok RO emtey |
(Test Items) (Unit) (Method) (DL o1 (Limit)
4% / Cadmium (Cd) mg/kg | %%+ [EC 62321-5: 20137 /%, ™R 18 2 n. d. 100

LRI F M EFRIRRL / With
reference to 1EC 62321-5: 2013 and
performed by ICP-AES.

4~ / Lead (Pb) mg/kg | %% IEC 62321-5: 2013 i3, g 48 2 n. d. 1000
LRI H M EF RIRRL / With
reference to 1EC 62321-5: 2013 and
performed by ICP-AES.

& / Mercury (Hg) mg/kg | %% IEC 62321-4: 2013 3, g 48 2 n. d. 1000
LRI FMEF RIRRL / With
reference to 1EC 62321-4: 2013 and
performed by ICP-AES.

+ % 4% / Hexavalent Chromium Cr(VI) | mg/kg |44 IEC 62321: 2008 i, mUV-VISt 2 n. d. 1000
#l. / With reference to IEC 62321:
2008 and performed by UV-VIS.

AFZRPEET F Y Ay / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-T7)
AR¥ - ? R 7 Ay / DBP (Dibutyl mg/kg | B 50 n. d. 1000
phthalate) (CAS No.: 84-74-2) %4 [EC 62321-8 (111/321/CD) » 14 % 4p
BE- 9 - B / DIBP (Di- ng/kg | 1TR/FH &R/ With 50 . 1000
isobutyl phthalate) (CAS No. : 84-69- reference to IEC 62321-8
5) (111/321/CD). Analysis was performed

, by GC/MS.
AF- PR (2-¢ K@ XAy / DEHP mg/kg 50 n. d. 1000

(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7)
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el 2% . el 2k dagp | RF "
PIAIE P ¥ f’t B E wrai | Result) (L"*l x?_t)

(Test Items) (Unit) (Method) (MDL) No.1 imi
% 4.8 ¥ 24 / Sum of PBBs mg/kg - n. d. 1000
- /%¥ ¥ / Monobromobiphenyl mg/kg 5 n. d.
= 5%5% / Dibromobiphenyl mg/kg 5 n. d. -
= 5% % / Tribromobiphenyl mg/kg 5 n. d. -
» 4.5 ¥ / Tetrabromobiphenyl mg/kg 5 n. d. -
I 5% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %9 % / Hexabromobipheny!l mg/kg 5 n. d. -
= 4.7 ¥ / Heptabromobiphenyl mg/kg 5 n. d. -
~4m %/ Octabromobiphenyl mg/kg 5 n. d. -
1 ;4.8 % / Nonabromobiphenyl mg/kg |4+ TEC 62321-6: 20152 2, r2 4 4p K 5 n. d. -
- i8.5% % / Decabromobiphenyl mg/kg |45/ % # & #l. / With reference to 5 n. d.
% 5.5 ¥ 84 / Sum of PBDEs mg/kg [IEC 62321-6: 2015 and performed by - n. d. 1000
- 4.9 % ¢ / Monobromodipheny!l ether mg/kg |GC/MS. 5 n. d.
= %% ¥ @ / Dibromodiphenyl ether mg/kg 5 n. d. -
Z % ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d. -
z 5.7 ¥ @ / Tetrabromodiphenyl ether mg/kg 0 n. d. -
I 4.5 ¥ @ / Pentabromodiphenyl ether mg/kg 0 n. d. -
- 5.5 ¥ p / Hexabromodiphenyl ether mg/kg 5 n. d. -
= 57 ¥ @ / Heptabromodipheny!l ether mg/kg 0 n. d. -
A 5.3 ¥ i/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 4.9 ¥ At / Nonabromodiphenyl ether mg/kg 5 n. d. -
- 5.5 ¥ p / Decabromodiphenyl ether mg/kg 5 n. d. -
A ikTR Z R E g 2 RAFEN I h R 4Ede | mg/kg | %% IEC 62321: 20087 %, rif Apk 49/ 5 n. d. -
/ Hexabromocyclododecane (HBCDD) and T3 &kieirl. / With reference to IEC
all major diastereoisomers identified 62321: 2008 method. Analysis was
(a~- HBCDD, S~ HBCDD, v - HBCDD) (CAS performed by GC/MS.
No. : 25637-99-4 and 3194-55-6 (134237~
51-7, 134237-50-6, 134237-52-8))
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s . sk s = 3% % .
PlFFEP i: 3 f:‘_'_ BlFES 2 EaE | Result) "‘l 'TE_
(Test Items) (Unit) (Method) L) o1 (Limit)
#% / Halogen
#% (4 ) / Halogen-Fluorine (F) mg/kg 50 n.d. -
(CAS No. : 14762-94-8)
#% (&) / Halogen-Chlorine (Cl) mg/kg | %+ BS EN 14582:2007, 3+ & 47 KA 50 n. d. -
(CAS No. : 22537-15-1) ¥7. / With reference to BS EN
#% (/%) / Halogen-Bromine (Br) mg/kg |14582:2007. Analysis was performed 50 n. d. -
(CAS No. : 10097-32-2) by IC.
#% (%) / Halogen-lodine (I) (CAS | mg/kg 50 n.d. -
No. : 14362-44-8)
>4 F%mp / Perfluorooctane mg/kg | %+ US EPA 3550C: 200772, rjipk 10 n. d. -
sulfonates (PFOS-Acid, Metal Salt, 17/ 5+ &t #l. / With reference to
Amide) US EPA 3550C: 2007. Analysis was
performed by LC/MS.
>4 ¥pc / PFOA (CAS No.: 335-67-1) | mg/kg |%% US EPA 3550C: 2007 %, reizdpk 10 n. d. -
17/ §# & #l. / With reference to
US EPA 3550C: 2007. Analysis was
performed by LC/MS.
F / Arsenic (As) mg/kg | %+ US EPA 30522, MR Rime 7 Jlf 2 n.d. -
B3 btk S kPl / With reference
to US EPA Method 3052. Analysis was
performed by ICP-AES.
# i (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. n.d. = Not Detected (A 1)
3. MDL = Method Detection Limit (= ;% ffpl4&*2iE)
4, "-" = Not Regulated (&% i)
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PFOS %% ¥ 3t (Reference Information) : 4% A {+% 175 %4 POPs - (EU) 757/2010
PFOSIE A& 4 B @i @ 2 42460, 001%(10ppm) » ‘;% SRR R Y 7 FARE0. 1%(1000ppm) 0 B i SR %
B AL e 2 @Az lug/m®
(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above
lug/m?.)
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PR T AR L R RS R 2R R e (5 BRI )
These samples were dissolved totally by pre-conditioning method according to below flow chart. (Cr* test method excluded )
B pliEA F % 7 [ Technician : Climbgreat Yang

B pIFEQ F 4 C sEEc® [ Supervisor: Troy Chang

| P4 - # % 5 /Cutting ~ Preparation |

v

| Pl &L £ / Sample Measurement |

Y 6+
4:Pb ~ 4 Cd A Hg ~ g Cr
A 4 v v (Note**)

P RS OH A R PREF  (eT A AR B G & el i/ Foc 291 /Add
#7571 ) [ Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) i digestion reagent

v v
| #% & | Residue |

eI RAREFY
SR TS i
| &% [ Solution |

P~ [ Heat to appropriate
temperature to extract
1) g2 /Alkali Fusion & Fris B Rt & | Cool,
v 2) @pe%f2 /HClto dissolve filter digestate through filter
| BRASETERTEMENR (ICPAES | 7

i g / Filtration

# 5+ 7 [ Sample Material

) i+ phie #85g [ Digestion Acid

G, &, &8, B4/
Steel, copper, aluminum, solder

3ok, AR, BpL, @ A4 pR, BFoK
Aqua regia, HNOs, HCI, HF, H,0,

#33 / Glass

Ak, & 4 pe | HNOgHF

4vo~gF d WA [ Add
diphenyl-carbazide for
color development

v

&, 40, &, BE / 2 -k /Aqua regia
Gold, platinum, palladium, ceramic
4 [ Silver

# % | Plastic

# @ [ Others

R O L A
Bl &3 0% e 540 nm gk
f< & [ measure the
absorbance at 540 nm by
UV-VIS

AL [ HNO;

Fpk, B3k, AR, B | HySO4, HO2, HNOs, HCI
dvor i ¥ anEA L % 203 f2 [ Added appropriate
reagent to total digestion

Note** (For IEC 62321)
(1) %25 & Bk 4o » d 1) v » s # 2 90~95°C % B~. / For non-metallic material, add alkaline digestion reagent and heat to

90~95C.
(2) #-4F & B4 » Bk 4o 32 EF B~ | For metallic material, add pure water and heat to boiling.
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%49 ¥/ % 4.5 ¥ A ¥ 2428 / PBB/PBDE analytical FLOW CHART

B PR AR B #H2 [ Technician: Roman Wong
B plEEf § A sEfc® [ Supervisor: Troy Chang

A =% ipI3E42 A | First testing process ———»
EH M &R AA [ Optional screen process sammmmm:
FEAZA [ Confirmation process — - — «p

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

Sample/ # &

v

Sample pretreatment / # &% A2

Screen analysis / 4~ & & {7

v

Sample extraction # 5 % B~/
Soxhlet method % ;¢ 522

|
v

Concentrate/Dilute Extracted solution

FPiR kIR

v

Filter / ¥ 3~ Bk

|
v

Analysis by GCIMS | # 4p & 47 7 3 th A 47 |

T
v

Issue Report £ 3745 2
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%3t - %A 47542 B / HBCDD analytical flow chart

p 2 (Date) : 2016/02/01

# & EJdZ | Sample pretreatment

!

# 5 3 B~ Sample extraction /
4z 4 4 ¥ B~ Ultrasonic method

l

Bk ‘Fﬁ/ﬁrfﬁ /
Concentrate/Dilute Extracted solution

!

EPr ik / Filter

!

LF AR R TR R AT
Analysis was performed by GC/MS

!

¥4y [ Data
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v %A~ 475428 / Analytical flow chart of phthalate content

B Rl AR tharp [ Technician: Andy Shu
B R3EJ F 4 %E£x® [ Supervisor nt: Troy Chang

[ir]3& ;2 /Test method: IEC 62321-8]

TN LN AR
Sample pretreatment/separation

!

B THE v & w3 255 /
Sample dissolved/extracted by THF

!

Fririra
Dilute Extracted solution

F AR 4 R A 4T
Analysis was performed by GC/MS

}

¥y [ Data
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#)% 4 {77428 / Analytical flow chart of halogen content
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BEEA B - R [ Technician: Rita Chen
BIFEQ F 4 sk gc#® [ Supervisor: Troy Chang

LT
Sample pretreatment/separation

v

FEE 2 MR e R Y
Weighting and putting sample in cell

v

L [v3 T
Oxygen Bomb Combustion / Absorption

v

D A A

Dilution to fixed volume

v

BT RA AT
Analysis was performed by IC
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/ Sample pretreatment

&

5

v

ARG R F P R
Sample extraction by Ultrasonic extraction
(%% = ;# Reference method: US EPA 3550C)

v

k3 ﬁr?ﬁ/i% ‘Fﬁ /
Concentrate/Dilute Extracted solution

v

SLRAP R AT R AT S
Analysis was performed by LC/MS

v

¥ / Data

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at hit [ 3 N €
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's

findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan /§t i TR gL A £ B TR 265

t+886 (02)2299 3939 f+886 (02)2299 3237 www.sgs.tw

7 #c(Page): 11 of 13

EFR/I2E FRABMKAITAZE / PFOA/PFOS analytical flow chart

BFE A B 5B H [ Technician: Roman Wong
BIFEQ F 4 kg [ Supervisor: Troy Chang

. Attention is

Member of the SGS Group



SGS

iR 4R 2
Test Report

BFTF1E%RPFF AP
KING CORE ELECTRONICS INC.
PSR & RE2605L( 41 £ %)

5,85 (No. ) : CE/2016/16423

NO. 269, NANFONG RD., PINGZHEN DIST., TAOYUAN CITY 324-59, TAIWAN

I T AR R 2 iE i > &2 = 23 f2 o [ These samples were dissolved totally by
pre-conditioning method according to below flow chart.

B plEE 4 B % 7 / Technician: Climbgreat Yang
B P f 4 1 skEc® [ Supervisor: Troy Chang

7% 12 ICP-AES 4 {5 & v i 42 W]
(Flow Chart of digestion for the elements analysis performed by ICP-AES)

T4 - @ # # 5 /Cutting ~ Preparation |

v

PRk &£ £ [ Sample Measurement |

— 3

TP F R &M R A A PR 7 1 (40T % 757 ) / Acid digestion by
suitable acid depended on different sample material (as below table)

v

— %4 / Filtration —

| A% [ Solution |

| 7,4 / Residue |

p # (Date) : 2016/02/01 T #<(Page): 12 of 13

v

v
1) # 3 pei2 |/ Alkali Fusion
2) ®ps A 2 / HCI to dissolve

| Bt TR B30k /ICP-AES |

4% 4% 45 ,"% 45 | Steel, copper, aluminum, solder

2ok AP RS, G & LS K
Aqua regia, HNO3, HCI, HF, H,0,

.33 / Glass AL, E 4 e | HNOg/HF
& 44,4} % / Gold, platinum, palladium, ceramic 1 -k /Agquaregia
# | Silver A [ HNO;

# 9 [ Plastic

Fi ik, BE§ KA, B [ H;SO, HyOp, HNOg, HCI

H s [ Others

door i F A I % 2% 13 /Added appropriate
reagent to total digestion
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X REYP Ay REHRT O REAFERERPIZ &/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k 42 2 & (End of Report) *x
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